
Test Property Method Unity

Shore (000) ASTM D 2240 - 50 | 55 60 | 65 70 | 75 80 | 85 90

Density DIN 53 479 (kg/m3) 1060 ± 50 1060 ± 50 1060 ± 50 1060 ± 50 1060 ± 50

Tensile Strength ISO 1798 (kPa) >500 | >600 >700 >800 >800 >800

Elongation at Break ISO 1789 (%) >1000 >1000 | >800 >700 | >500 >300 | >150 >100

Compression Rest Set ISO 1856 (%) <10 <10 <10 <10 <10

Temperature Stability - °C -30 to + 80 -30 to + 80 -30 to + 80 -30 to + 80 -30 to + 80

Oeko-Tex 100 REACH & RoHS Aliphatic UV-Stablilized Color

yes yes yes yes customizable,
translucent to opaque


